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PHASES AND J\ITCROSTRUCI.TJRE

Muin Lecture:
Puterman NI., l\Ialorny W. - Sottre doubts and

fonnation of PCCI

idcas on the tnicrostructure

Papers:

Bubani M., Tassone P. - E,llect of pore size distribution on mechanical strength of

polyestcr concrete

Beeldens A., Van Gemert D. - Strength and durability of porous Polyrner

Cemcnt Concrete

Ahn N.. Fowler D. W. - The effects of metallic monorners on the bond strength ol-

polymer concrete to wet substrates

Czarnecki L., Chmielervska B. - The int'luence of nticrofillers and coupling

i'lgents on the selected properties of vinyl ester tnortars

.f ustnes H., Reyners T., Van Zundert W. - The influence of latices and redispersible

pon {ers on hydration and strength developntent of polyrner cetnent monars

Lutman I\I., Seyer-Skapin A., Trebse N. - Structure of plastomer in polymer-tnodiljed

Cortcrete

Chanclra S. - lnteraction of polymer with tricalciurtr alutninate and ciment fbndu

yanrlmgto T", Osaki K., Wakasugi hi., Sugiura A., Sakakibara H. - Adhcsire

strensth of nrodil-red cernent mortar rvith redispersible polytner porvders

Cenr Ercan, Ozkrrl H. M. - Effect of filler content and type on rheological and

tuechanical properties ol' Epoxy concretes

I\{ECHANICAL PROPERTIES AND FIBER REINFORCEMENT

Main Lecture:
Dikeou J.T. - Structural design of polymcr concrcte products

Papers:

Kdnig G., Deutschmann K., Kutzing L., Sicker A. - lmproving the ductility of

high perforrnance concrete under compression

Kobayashi y., Ayukaws M., Hino H. - lncreasing resin mortar strength and dynanlic

characteristics of non-shrinking resin moftar inte-urated rvith steel materials

yeon K. S., Kim K. H., Jin N. J., Shin Y. S - Shear perfonnance of reinforced

polymer concrete beams r,l'ith high stren-sth

Zeggio S., Toncelli N{., Sandrolini F. - Ag-elomerated stone products r,'u'ith outstanding

physi cal-nrechan i cal properties

Shirai A., Ohama Y. - Properties of polymer-modified mortars ''*'ith sarnet sand

Oshima I!I., Hayashi F., Koyanagi W., Uchida Y. - On the size ef fect on f'lexural

slrcngth of resin concrete

Shambirn V., Nounu G. - A numerical study of patch rcpairs in axially loaded

reinforced concrete shorl columns

San Jos6 J. T., Ramirez J. L., Rz-l\{aribona I. - Polyrner reinforced concrete:

calculation procedure in bending
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llerroeler 8., Van Geemert D., Dereymaeker J., Heinrich F. - Repair of ancient

masonry sewage canals using polyrners and polymer cement concrete (PCC)

Dragicevic Lj., Sbrinovic M., Tanaskovic V. - Application of polyrners in the making

of new u'orks of arts

Van Gemert D., Herroeler 8., Schueremans L., Dereymaeker J. - Strengthening of

wooden structural elements by means of polymer concrete

Maximov y.V., Soloviov G.K., Trambovetsky V. P. - Polymer concretes on methyl

methacrylate base hardened under sub-zero temperatures

Stankovic S., Rsumovic I\{. - Repair of an oil refinery cooling tower with polymer

Application
Orlovskaja E., Kamennov I. - Color decorative polymeric sulphur mastics and

concretes for restoration and repair

DURABILITY. AGING AND TESTING

Papers:

Dimmig A., Stark J. - An investigation of durability of polymer cement

concrete/moftar (PCC)

Justnes H.. Revners T., Van Zundert W. - Moisture transport in polymer cement

l-6ortal's based on !atices and re-dispersible polvitier i:,ou'ders

Schl amborn 8., Westendarp A. - Polymer-modified cement slurries in hydraulic

en gineerins constntction

Sasse H. R.. Riecken 8., Overmeer K., Van Gemert D. - Influcnce of gypsum on

the durability of a stone protective treatment

Suraatmadja D., I\Iunaf D. R., Lationo B. - Chemical resistance of polymer mortars

containing \\'aste material

Kampfer W., Berndt M. - polymer modified mortar with high resistance to acid and

corrosion by biogeneous sulfuric acid

Vall6e F., Gandini A., Cop6 R. - Investigation on the behaviour of PC composites:

application to external insulation (ETI) renders

Lissenko V. A. - Durability and structure formation of polymer composites for

restoration and conservation of ancient architectural heritage

Krivenko P.V., Semenuk A.P., Olbinskya T. A. - The durability of high slump

sla-e alkaline concretes with latex

Moriyoshi A., Ishikawa H., Takahashi S., Cabrera J. C., Van Gemert D. - Effects

of additives on bitumens

Tarasov V. I. - New polymcr silicon compound for stone protection

Chandra S. - A frceze and thaw resistance of high strength mortars with polyrners

Nemec T., polsak G., Apih V. - Testing of efficiency of hydrophobic treatment of

concrete by freeze-thaw test and neutron radiography

Kyriacou K.C., Wheat D., Fowler D.W. - A new flexural creep test method and its

application to polymer concrete

Garbacz A.. Czarnecki L., Clifton J. R. - Ultrasonic methods to assess polymer

concrete properties

Courard L. - parametric definition of sandblasted and polished concrete surfaces
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